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Processing guide for magnetron coatings 

 
Stopray - StoprayT 

Stopray SilverFlex 

ipasol 

Energy (Energy N, Energy NT, Energy Light) 
 
iplus (iplus 1.1, iplus 1.1T, iplus 1.0, iplus 1.0T, iplus Light, iplus Top 1.0 

Planibel Top N+, Planibel Top N+T 

Planibel AS 

 
Excluding Stopray Smart, Stopray LamiSmart, ipasol bright, ipasol grey 40/50/60/70 and 
design coatings such as ipachrome design 

 

 

 

SUNFORT 
PROCESSING GUIDE 

 
 VERSION 1.0 – March 2026 
 
 

This version of the guide replaces and supersedes all previous versions. 
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▪ At each stage of the processing procedure, the personnel responsible for handling the 
glass must wear the personal safety equipment required for the work: safety gloves, 
safety footwear and safety glasses, etc. 

▪ Sunfort has a shelf life of at least 12 months upon arrival at customers’ port, subject to 
storage conditions at customers’ warehouse. 

▪ Sunfort must be tempered or heat strengthened. The procedure and set up of the 
furnace in Section 2.6 of this manual must be strictly respected. 

▪ Sunfort can be laminated at position 2 with coating against PVB and position 4. For 
more information, refer to Section 2.8. 

▪ When installed in insulating glazing units, Sunfort can be assembled in position 2 or 4. 

▪ Edge deletion is not required when using Sunfort in insulated glazing units. Refer to 
Section 2.10 for more information on sealant compatibility. 

▪ Processing and handling of this coated glass should be done with care to avoid coating 
damage. Please wear clean gloves to ensure that no fingerprints are left on the glass. 
We strongly recommend that everything coming into contact with the coating of the 
glass during preliminary processes be pre-validated. 

▪ For the various glazing methods (traditional framing, structural glazing), tests for 
compatibility and adherence of the coating with the sealant must be made in each case 
with the sealant manufacturer. 

Preliminary Important Instructions 

Please read this manual carefully before processing  
Sunfort products. 
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1. RECEPTION AND STORAGE 

1.1. Unloading 

The packs of glass must be inspected on arrival. AGC shall accept no liability for faults arising after 

delivery or during handling, processing or installation of the finished product in the building if this 

procedure is not followed:  

▪ The rack must be positioned on perfectly level ground  

▪ Use the appropriate handling equipment  

▪ The grab must be perfectly centred 

▪ Avoid damaging the protective packaging whilst handling  

▪ The glass must be stored on appropriate racks  

▪ All recommendations given in this Processing Guide shall be strictly followed.  

 

General Comments:  

▪ Clamps, slings, lifting beams and other handling equipment must comply with prevailing 

regulations and be approved by the relevant authorities.  

▪ Always ensure the safety of personnel. Keep all unnecessary personnel out of the handling 

area. Wear appropriate personal protective equipment.  

▪ Personnel must have received the required training.  

 

1.2. Storage of the Packs 

Storing packs correctly reduces the risk of chemical or mechanical damage to the glass.  

As a general rule, care should be taken to avoid major fluctuations in temperature and humidity 

that may cause condensation on the glass. Such fluctuations generally occur near loading and 

unloading areas. The glass must be stored indoors to avoid direct sunlight and rainwater. No water 

must be allowed to come into contact with the sheets of glass.  

Care should be taken to ensure that the ambient air is not polluted by any corrosive elements such 

as chlorine or sulphur. Sources of such elements include machinery fitted with heat engines, 

battery charging points, road salt on the ground and so forth.  

Factory racks are used for packaging during transport and are not designed to be used for storage. 

Consequently, the PLFs must be stored on racks with spacers between packs ensuring that all 

packs of the same size are stored together.  
 

Stock Sheets  

Special packaging requirements apply in function of the final destination of the coated glass packs.  
 

Shelf Life: Sunfort has a shelf life of at least 12 months upon arrival at customers’ port, subject to 

storage conditions at customers’ warehouse. When protection is needed, desiccant bags are fit on 

the upper side and on the lateral sides of the stack (two thirds of the height, from the upper 

corners).  
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Once the protective packaging is opened, the remaining sheets cannot be re-packed. In the 

situation where there are some balance of unused sheet glass, it is recommended to use adhesive 

tape to seal up the original packing. However, it is important to prevent any contact between the 

coating and the adhesive. 

 

Upon receipt, we advise you to check if the packaging has been damaged during 

transport/handling. If the weather-proof packaging has been damaged, condensation marks may 

appear on the glass. In this case, you should open the packaging to take out a desiccant pack and 

weigh it. Contact AGC immediately if this happens.  

 

However, it is important to bear in mind a few additional points:  

▪ The sheets must be moved using a suction-pad lifting beam or an automatic unstacking 

machine. The suction pads are placed on the glass side.  

▪ If the glass is handled by placing suction pads on the coating, these suction pads must be 

perfectly clean and covered with a protective material.  

▪ Care must be taken to ensure that the suction pads/coating do not slip.  

▪ The personnel responsible for unloading must wear clean gloves to ensure that no 

fingerprints are left on the glass.  

 

General Comments:  

If despite the precautions taken, marks do appear on the coating (fingerprints, etc.) they should be 

removed at once using a clean, soft and wet (with water) cloth and then wiped with a dry cloth. 

Soft circular movement should be applied. 
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2. PROCESSING 

2.1. Safety 
At each stage of the processing procedure, the personnel responsible for handling the glass must 

have the adequate equipment: safety shoes, safety gloves, safety glasses etc.  

 

2.2. Cutting 
The following specific precautions must be taken when cutting:  

▪ The coated side must be facing upwards to avoid any contact between the coating and the 

surface of the table 

▪ The cutting oil used should be compatible with the coating and sufficiently volatile. AGC uses 

kerosene or diesel oil and has confirmed that it does not affect the quality after heat 

treatment 

▪ The table and any breaking equipment liable to come into contact with the coating on the 

glass must be pre-validated 

▪ If the glass is to be cut using a template, the template must be positioned very carefully, and 

care must be taken not to scratch the coating. We recommend placing a protective sheet 

between the template and the glass 

▪ After cutting, when the glass is stored on racks, no particular spacer is needed if the original 

interlayer powder is still present. However, if for any reason there is not enough interlayer 

powder left on the glass, we recommend that cork spacers are placed between the sheets. 

The same recommendations apply for packs with several glass dimensions.  

▪ Care must be taken when handling them to ensure that the coating on the first sheet does 

not rest against the back of the rack. All subsequent sheets should be turned the other way. 
 

Sunfort coated glass does not have to be edge-deleted. 

 

2.3. Edge Processing 

The Sunfort coating is designed to undergo thermal toughening or heat strengthening. Thus, the 
edges of the glass must be shaped. 
 

2.3.1 Handling the Glass 

The personnel responsible for handling and shaping the edges of the glass must wear safety gloves.  
 
2.3.2 Shaping the Edges 

Several types of edging machinery are available in the market. 

2.3.2.1 Crossed Belt System  

We recommend personnel to work with diamond belts and adhere strictly to the supplier’s 
instructions, specifically in terms of speed and cooling. For thicknesses more than 6 mm, we 
recommend ‘smooth edge’ shaping. 
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2.3.2.2 Vertical Single Edging System  

Since the glass is held with chain tracks and, depending on cleanliness and maintenance of the 
machine, there is a risk of scratching the coating. 
 

2.3.2.3 Horizontal Double Edging System  

It is possible to use this type of machine provided that the glass is held by smooth, non-textured 
belts. The speeds of the various belts must be synchronised. Mains water jets are placed in such a 
way that the coating is soaked and cleared of various impurities (e.g. separating powder or glass 
dust) just before they come into contact with the upper roller belts.  
 
2.3.2.4. Numerical Control Systems (CNC)  

Shaping using a numerically controlled machine is permitted provided that the glass is placed with 
the coated side facing upwards.  
 

General recommendations for shaping edges:  

▪ The glass must remain moist throughout the shaping process in order to prevent ‘natural 

drying’.  

▪ The glass must be washed as soon as it has been shaped.  

▪ The glass may be drilled provided that the press is covered with a soft protective material.  

▪  The glass may be processed using dry crossed belts provided that the extraction system is 

sufficiently effective to remove the dust resulting from grinding.  

 

2.3.3 Unloading 

Since the interlayer powder is removed during the washing process, we recommend placing micro-
suction pads around the edge of each sheet of glass in order to prevent contact between the glass 
and the coatings. Paper with a neutral pH can also be used, for example, for large volumes.  
 

2.4. Washing 

This stage involves washing, rinsing and drying of the glass.  

If the glass is fitted with hard brushes (> 150 µ), it is important not to stop the cycle whilst the glass 
is in the washer. The water must be distributed evenly and efficiently across the coating before it 
comes into contact with the brush.  

There is no special recommendation regarding the quality of the water. Nevertheless, the pH of the 
water in the washer and in the edge-processing machine should be between 6 and 8.  

In each case, the glass must be perfectly clean after the washing, in order to avoid any 
contamination of the tempering furnace rollers.  

As the interlayer powder is removed during the washing process, we recommend placing micro-
suction pads around the edge of each sheet of glass to prevent contact between the glass and the 
coatings. Paper with a neutral pH can also be used, for example, for large pieces.  

The personnel responsible for handling the glass must wear clean gloves suitable for handling 
coated glass.  
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Quality Control 

The coated glass must be inspected after the washing. Some halogen lights should be installed 
above the glass, so that the operator can see the lights reflected by the coating as the glass exits the 
washer. 
 
 
 

2.5. Silk Screen Printing and Enamelling 
 

2.5.1 Generalities and Precautions for Enamel on the Coated Side 

We recommend printing on the uncoated surface for Sunfort glass. 

If the silk screen printing is to go as far as the edge of the glass, the compatibility between enamel 
and the IGU or structural sealing sealant should be checked. Any impurities on the upper surface 
(coated side) can be removed using a compressed dry-air jet. In each case, the final result will 
depend on the type of furnace used, its parameters, the colour and type of enamel used and the 
desired pattern. 
 
For printing on the coated glass side, the processor will have to carry out preliminary tests, 
on a case-by-case basis, to validate the visual result and the mechanical and chemical 
properties of the enamelled glass.  
 
The presence of enamel on the coating changes the optical properties of the final glass 
product. We recommend producing a mock-up for the final aesthetic approval. 
 
2.5.2 Quality Control 

The coated glass must be inspected after the silk screen printing. To do so, some halogen lights 
should be installed above the glass, so that the operator can see the lights reflected by the coating 
after the silk screen printing.  
 

2.6. Thermal Toughening / Heat Strengthening 
 

2.6.1 Introduction 

The Sunfort coating has a normal emissivity of about 0.20. A low to medium rating type of 
convection furnace will be suitable to temper Sunfort. 
 
2.6.2 Recommendations 

The personnel handling the glass must wear safety gloves. The following options are possible for the 
position of the coating and the convection in the furnace. 

 
Coating Position in the furnace Type of Convection 

Upwards Downwards Convection Top* Convection Bottom* 

Sunfort OK NO Necessary (medium) Allowed 

   *The top and bottom convection pressure profiles, when used, must be fine-tuned to keep the glass flat in 
the tempering furnace from the early stage till the end of the heating process. The same approach applies 
for the heating profile, when no convection is used. 

Tempering markings may be made before toughening on the coated side of the glass 
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2.6.3 Settings 

For Sunfort coating, the convection settings will be set up according to the emissivity of the coating. 
For further information, please contact AGC Technical Advisory Service (TAS). 
 
2.6.4 Unloading 

▪ If the glass is unloaded manually, the personnel must wear clean safety gloves.  

▪ Larger and heavier sheets should be handled with a suction-pad lifting beam.  

▪ Given that toughened glass sheets are never perfectly flat, micro-suction pads should be 

placed around the edge of each sheet of glass in order to prevent contact between the glass 

and the coatings. For large volumes, paper can be placed at the center to avoid all contact 

with the glass/coating during handling and transportation.  
 

2.6.5 Heat Soak Test 

For thermally toughened glass, the risk of spontaneous breakage due to Nickel-Sulfide is not 
covered by AGC. If necessary, a Heat Soak Test can be carried out in accordance with standard EN 
14179- 1 (or equivalent standards).  

Interlayer should only be placed on the perimeter of the glass. 
 
2.6.6 Quality Control 

After the toughening process, Sunfort coating should be inspected as follows:  
▪ The coating is inspected in accordance with EN 1096-1*  

▪ Toughened glass must comply with EN 12150-1*  

▪ Heat-strengthened glass must comply with EN 1863-1* 

▪ The eventual Heat Soak Test (HST) must be carried out in accordance with EN 14179-1* 

* Or equivalent / local standards. 

 

2.6.7 Packaging 

If Sunfort is to be delivered to another factory in cut sizes, the following recommendations for 
packaging must be adhered to:  

▪ A 1 mm-polyethylene foam spacer should be placed between each sheet  

▪ Care must be taken to ensure that the pack is properly attached to the rack so that the 

sheets do not rub together. 
 

 

2.7. Bending 

For Sunfort coating, the convection settings will depend on the emissivity of the coating. For further 
information, please contact AGC Technical Advisory Service (TAS).  

In order to limit the risk of breakage in the quench section (tempered/heat-strengthened curved 
version), AGC recommends making a smooth-edge processing of the glass. In all cases, the coating 
can be in compression or tension. It is thus allowed to produce “S – shaped” curved glass. 

 

mailto:aap.glass@agc.com
mailto:aap.glass@agc.com
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2.8. Lamination  

The Sunfort coating can be laminated at position 2 with coating against PVB and position 4. 

The following positions are possible for the coating. 
 

 Coating Position in the Laminated Glass 

 Pos 1 / 3 Pos 2 
against PVB Pos 4 

Sunfort NO OK OK 

Notes: 
• Pos.1 is on the outside of the building; Pos.4 is on the inside of the building 
• When a low-e coating is in contact with the PVB, the low-e effect is lost 
• When the coating is in contact with the PVB, the colour and the optical properties are 

modified 

In general, the laminated glazing cannot be processed in an industrial atmosphere with a high level 
of humidity. Glazing systems should be designed to prevent de-lamination or corrosion of the inside 
coating. The processor is responsible for the correct processing of the laminated glazing.  

After the lamination process, products should be inspected as follows:  

• For durability of laminated glass, please refer to EN 12543-4, EN 12600 and EN 356 (or 
equivalent standards). The correct lamination and safety compliance is in the responsibility 
of the processor. 

 

2.9. Use in Single Glazing 

The Sunfort coating can be used in façades in single glazing with the following restrictions for the 
coating position. 

 

 Coating Position 

 1 2 

Sunfort NO OK 

Note: 
• Pos.1 is on the outside of the building; Pos.2 is on the inside of the building 
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2.10. Assembly in Insulating Glass Unit (IGU) 

The Sunfort coating is designed to be assembled in double glazing with the following restrictions for 
the coating position. When the coating is in contact with the IGU sealant, the compatibility of the 
primary and secondary sealants of the IGU with the coating(s) will be validated on a case-to-case 
basis. The same validation will be necessary for structural bonding. 

 

 Coating Position in the IGU 

 1 2 3 4 

Sunfort NO OK NO OK 

 

Quality Control 

It is essential to check that the coating is in the correct position before assembly. Any mistake could 
lead to changes in performance and/or aesthetics. 

Quality control for the final product (insulating glass) involves not only strict compliance with the 
instructions provided in this processing guide, but also meticulous checks at each stage of the 
manufacturing process.  

Two or three halogen projectors must be placed at the exit of each processing machine to light the 
glass correctly (vertically from the top to the bottom) to immediately detect any deviation from the 
regulatory parameters that could affect the appearance of the coating (e.g. scratches or other 
contamination). 

 

2.11. Use in Structural Glazing 

When installation or assembling is by mechanical methods, structural glazing or other techniques, 
tests for compatibility and adherence of the coating or the glue must be made in each case with the 
manufacturer of the glue. 

 

2.12. Storage of Cut Sizes / IGU 
 

2.12.1 During Processing in the Same Factory 

After each processing step, when the glass is stored on racks, no particular spacer is needed if the 
original interlayer powder is still present. If for any reason there is not enough interlayer powder 
left on the glass, and particularly after the washing, we recommend that you place cork spacers 
between the sheets. The same recommendations apply for packs with several glass dimensions. The 
storage conditions must conform to the recommendations of Section 1.2. 
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2.12.2 To Send Cut Size to Another Factory  

If Sunfort has to be delivered from the processing factory to another factory, the following 
recommendations for packaging must be adhered to:  

▪ A 1 mm-polyethylene foam spacer should be placed between each sheet  

▪ Care must be taken to ensure that the pack is properly attached to the rack so that the 

sheets do not rub together  

▪ The pack of glass should be packaged in watertight plastic. Sachets filled with desiccating 

agent should be placed inside the packaging 

 
2.12.3 Onsite  

When the glazing is delivered to site to be installed on the façade, it must be stored in a dry, 
sheltered and ventilated space. It must never be laid flat, nor be stored in the sun or near a heat 
source. 

 

2.13. Sealant Compatibility Table 

Only sealants recommended below may be used without edge-deletion. The use of any other 
sealant requires edge-deletion in any case. Table 1 below shows the recommended compatible 
insulating glass sealants, structural glazing silicones, and weather sealants for Sunfort coating. 
 

Sealant Supplier Sealant ID Type Application 

Dow DOWSIL 3362 Silicone Insulated glass 

Dow DOWSIL 3363 Silicone Insulated glass 

Dow DOWSIL 982 Silicone Insulated glass 

Tremco JS 442 Polyurethane Insulated glass 

 
Table 1: Sealants Compatible for IGU 
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3. CONFORMITY AND GUARANTEE 

3.1. Conformity 

The Sunfort coating complies with the standard EN 1096-1, category B. Information regarding 

inspection conditions and quality criteria are available in that standard.  

 

3.2. Warranty  

Contact AGC Technical Advisory Service (TAS) for further information. 

 

3.3. Disclaimer  

It is the responsibility of the processor to inspect the processed coated glass adequately before and 

after each step of fabrication and prior to installation. Failure to apply all professional standards, 

customary instructions and processing instructions written in this processing guide and related links 

will automatically void any warranty regarding coated glass of AGC. We recommend that the 

processor conduct preliminary trials using the project’s typical glass compositions before 

proceeding with any further commitment with their customer. The processor is solely responsible 

for the quality of the final product. 

 

4. GLAZING INSTRUCTIONS 

The AGC glazing instructions are available at agc-glassasia.com. 

 

5. CLEANING ON FAÇADE  

The cleaning instructions for glazings installed on façades are available at agc-glassasia.com. 

 

mailto:aap.glass@agc.com
agc-glassasia.com
agc-glassasia.com

